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(I)

CO
m
CO

wherein R3
, R4

, R5
, and R6 are the same or different and each of R3

,
R4

, R5 , and R6
is independently a cyclopentadi-

enyl group or a substituted cyciopentadienyl group, M is a Group IV element, M 1 and M2 are the same or different and
are independently selected from the group consisting of a Group 3, Group 4, and Group 5 transition metal, X is the

same or different and is an anion with -1 valence, L is a neutral coordinating group, i is an integer of 1 to 3. j is 0 or 1,

and i + j <, 3 . When employing the dinuclear metallocene complex to prepare an olefin polymer, since it has identical

or different two catalytic sites, a single or bimodal olefin polymer can be obtained. In addition, when employing the dinu-

clear metallocene complex to prepare a EPDM, since the angle of the (Cp-centroid)-metal-(Cp-cerrtroid) is smaller, the

non-conjugated diene has a lager relative reactivity, thus saving the total production cost of the EPDM.
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Description

CROSS REFERENCES TO RELATED APPLICATIONS

[0001] This is a continuation-in-part of U.S. Patent Application Serial. No. 08/881,897 filed on June 23 1997 now
pending.

BACKGROUND OF THE INVENTION

10 i . Field of the Invention:

[0002] The present invention relates to a novel dinuclear metallocene complex, and more particularly to a Group IV
e ement-bndged metallocene complex which is capable of preparing olefin polymers having a single or bimodal molec-
ular weight distribution.

2. Description of the Prior Art:

[0003] Olefin-based polymers have been used in a wide range of applications. One most common olefin-based pol-
ymers are polyolefms, that is, homopolymers or copolymers of olefins. These polyolefins plastics are typically used in
such applications as blow and injection molding, extrusion coating, film and sheeting, pipe wire and cable
[0004] Most of the physical and mechanical properties of polyolefins, such as the high strength and high impact
stress, and puncture resistances, together with high toughness, are attributed, at least in part, to their relatively high
molecular weight. However, as the molecular weight of the resin increases, the processability of the resin usually
oecreases.

««!^
nt yearSl H haS been f0und that P0,y°,e,lns havin9 a multimodal (typically bimodal) molecular weight dis-

tribution (MWD) can, not only retain the advantageous properties associated with high molecular weight but also
exhibit improved processability.

'

[0006] A bimodal MWD polymer (which can be also simply referred to as bimodal polymer") is defined as a polymer
having two distinct molecular weight distribution curves as observed from the gel permeation chromatography (GPC)
in other words, a bimodal polymer can be considered as a mixture containing a first polymer with a relatively higher
molecular weight and a second polymer with a relatively lower molecular weight that are blended together
[0007] Various approaches have been disclosed for producing bimodal polyolefins. The simplest approach is to phys-
ically blend together two polymers having different molecular weights. However, this simplistic approach suffers from
the problem that only with polymers that can be completely molten, homogenization can be obtained. If one of the pol-

,S

??i
c
?
mp,etery molten

« then tne P°,vmer wend will be inhomogeneous. This can cause a myriad of problems
[0008 US. Patent Nos. 5,284,613 and 5.338,589 disclose a two stage polymerization process for preparing a bimo-
dal polyolefin. In the first stage, olefin monomers are contacted with a catalyst under polymerization conditions to pro-duce a relatively high molecular weight (HMW) polymer, wherein the polymer is deposited on the catalyst particles In
the second stage, the HMW polymer containing the catalyst is further polymerized with additional olefin monomers to
produce a relatively low molecular weight (LMW) polymer much of which is deposited on and within the HMW poly-
mer/catalyst particles from the first. The disadvantages of such a two stage process are that two reactors are needed
resulting in undesirably high capital investment.

[0009] U.S. Patent No. 5,369. 1 94 discloses a process for preparing bimodal polyolefins in a single reactor. The cata-
lyst system so used includes two different transition metal catalysts supported on the same solid support material
Therefore high and low molecular weight polymers can be formed on the same catalyst particle. The shortcoming is
that procedures for preparing the solid support material which is supported with two different catalysts is complicated
and difficult. Moreover, the preferable activities for the two different catalysts may be at different conditions. Thereforewhen one catalyst is activated, the other catalyst may be inactivated.
[001 0] Another most common olefin-based polymers are terpolymers of ethylene, propylene, and a non-conjugated
diene, which are generally referred to as EPDM elastomers. EPDM elastomers have outstanding weather and acid
resistance, and high and low temperature performance properties. Such properties particularly suit EPDMs as an elas-
tomer for use in hoses, gaskets, belts, bumpers; as blending components for plastics and for tire side walls in the auto-
motive industry; and for roofing applications. Additionally, because of their electrical insulation properties EPDMs are
particularly well suited for use as wire and cable insulation.

[0011] Various approaches have been disclosed for producing EPDMs using a metallocene catalyst However the
diene is a more expensive monomer material then ethylene or propylene. Further, the reactivity of diene monomers'with
metallocene catalysts conventionally used is lower than that of ethylene and propylene. Consequently, to achieve the
requisite degree of diene incorporation to produce an EPDM with an acceptably fast cure rate, it has been necessary

2
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to use a diene monomer concentration which, expressed as a percentage of the total concentration of monomers
present, is in substantial excess compared to the percentage of diene desired to be incorporated into the final EPDM
product. Thus, the total EPDM production cost is inevitably increased.

[0012] Floyd et al. in U.S. Patent No. 5.229,478 have tried to increase the reactivity of the diene. conversion rate ofthe diene and the diene .ncorporation for preparing EPDMs with a mononuclear biscyclopentadienyl compound as a
catalyst, such as ethylene-bridged bis(tetrahydroindenyl) zirconium dichloride. However, the results are not desirably
good, and much more efforts still need to be made.

SUMMARY OF THE INVENTION

[001 3] The primary object of the present invention is to solve the above-mentioned problems by providing a novel
dinuclear metallocene complex which can be used for preparing a single or bimodal olefin polymer using a single reac

1/™
m
f!
allocene com

P
lexClosed in the present invention is bridged by a Group IV element. This creates identical

or different two catalytic sites in a single metallocene complex catalyst by proper adjustment of the ligands. Thus, when
the metallocene complex has two different catalytic sites, the olefin monomer can be polymerized into a bimodal olefin
polymer using a single catalyst in a single reactor, and the catalytic activity of the catalyst is comparable to commercially
available catalysts. In addition, whether the metallocene complex has identical or different catalytic sites, since theangle of the Cp-centroid)-metal-(Cp-centroid) (Cp is a cyclopentadienyl group) of the metallocene complex of thepresent invention ,s smaller than that of the conventional one. by using the metallocene catalyst of the present invention

EZ^IXSXSS^ rate 01 the diene> and* diene incorporation are increased - thus

LjXjM 1

*****

M

2
Xj

Lj

R R
(I)

wherein

R4
"

R5
'
a^*6 *e the same or differen1 and each °» r3

.
R4

.
R5

.
and R6

is independently a cyclopentadienyl
group or a substrtuted cyclopentadienyl group,
M is a Group IV element,

M 1 and M2 are the same or different and are independently selected from the group consisting of a Group 3 Group
4, and Group 5 transition metal,
X is the same or different and is an anion with -1 valence, which is selected from the group consisting of H a Ci *>hydrocarbon group, a halogen, d.go alkoxy, 0^20 oxyaryl,

'
1-20

NH2 ,
NHR7

,
NR7

R8, .(C-OJNH2, -(C=0)NHR9
, -(C=O)NR9Ri0, each of R7

,
rB, r9 and R^ being C 1 20 alkyl

L is a neutral coordinating group which is selected from the group consisting of amines, phosphorus compounds
ethers, and thioethers,

i is an integer of 1 to 3,

j is 0 or 1 , and
i + j<3

DETAILED DESCRIPTION OF THE INVENTION

[0015] The present invention discloses a novel dinuclear metallocene complex which is bridged by a Group IV ele-ment, and is represented by the following formula (I):
P

3
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R3^ ^KK

R (I)

to wherein

R3
, R4 . R5 , and R6 are the same or different and each of R3 , R4 , R5 , and R6

is independently a cyclopentadienyl

group or a substituted cyclopentadienyl group,

M is a Group IV element,

is M 1 and M2 are the same or different and are independently selected from the group consisting of a Group 3, Group
4, and Group 5 metal,

X is the same or different and is an anion with -1 valence, which is selected from the group consisting of H, a Ci.2q
hydrocarbon group, a halogen, C^o alkoxy, C^o oxyaryl, NH2 ,

NHR7
,
NR7R8 , -(C=0)NH2 ,

-(C=0)NHR9 ,
-

(C=0)NR9R10 , each of R7 , R8 , R9 and R10 being C^o alkyl.

20 L is a neutral coordinating group which is selected from the group consisting of amines, phosphorus compounds,
ethers, and thioethers,

i is an integer of 1 to 3,

j is 0 or 1 , and
i+j£3.

25

[001 6] R3
, R4 , R5 , and R6 can be independently represented by C5RmH5.m , wherein R is selected from the group con-

sisting of an alkyl, alkenyl, aryl, alkylaryl. or arylalkyl group having from 1 to 20 carbon atoms, and a silyl group, and m
is an integer of 0-5. Examples of the R groups include methyl, ethyl, propyl, butyl, isobutyl, amyl, isoamyl, hexyl, 2-ethyl-

hexyl, heptyl, octyl, vinyl, allyl, isopropenyl, phenyl, tolyl, and the like. Representative examples of such C5RmH5.m
30 includes a ii

5
-cyclopentadienyl group, a ii

5-methylcyclopentadienyl group, and a ii
5-tetramethylcyclopentadienyl group.

[0017] Alternatively, R3 , R4 ,
R5 , and R6 can be independently a saturated or unsaturated polycyclic cyclopentadienyl

group, for example, indenyl, tetrahydroindenyl, fluorenyl, and octahydrofluorenyl.

[0018] M 1 and M2 can be the same or different. In the case that M 1 and M2 are different, whether R3 R4 R5 , and R6

are the same or different, M 1 and M2 are in a different catalytic environments, that is, two different catalytic sites are
35 created in a single metallocene complex. Thus, by using such metallocene complex, a bimodal olefin polymer, including

bimodal polyolefins and bimodal EPDMs. can be obtained.

[0019] In the case that M 1 and M2 are the same, and R3 , R4 R5 , and R6 are different, (for example, R3
,
R4 , and R5

are the same, and R6
is different from R3

), two different catalytic sites can also be formed. Therefore, by using such
metallocene complex, a bimodal olefin polymer can also be formed.

40 [0020] In the case that M 1 and M2 are the same, and all of R3
,
R4

, R5 , and R6 are also the same, thus, M 1 and M2

have the same catalytic environments. Consequently, although the metallocene complex has two catalytic sites, such
two catalytic sites are identical, that is to say, only one catalytic site are formed in the metallocene complex. Therefore,

by using such metallocene complex as a catalyst, single olefin polymer can be obtained, no bimodal olefin polymer can
be obtained.

45 [0021] M is a Group IV element, such as carbon, silicon, germanium, tin, and lead. M 1 and M2 can be independently
a Group 3, Group 4, or Group 5 metal, such as scandium, yttrium, lanthanum series, titanium, zirconium, hafnium,

vanadium, niobium, and tantalum.

[0022] For the Xj and L, groups. X is an anion with -1 valence, therefore, the bonding between X and M 1 or M2
is a

non-coordinating ionic bond. In the case that the numbers of X is not sufficient to stabilize M 1 or M2
, an L group is

50 needed to further stabilize M 1 or M2
. L is a neutral coordinating group and provides lone pair electrons to coordinates

with M 1 or M2
,
therefore, the bonding between L and M 1 or M2

is a coordinating bond. Suitable L is a compound having

an element which can provides a lone pair electrons. Examples of such L include amines, phosphorous compounds,
ethers, and thioether, having N, P, or O element to provides a lone pair electrons.

[0023] In the case that i=2, and j=0, X is preferably NH2 ,
NHR7

, NR7R8 , -(C=0)NH2 , -(C=0)NHR9 or -(C=0)NR9R10 .

55 Each of R7
, R8 , R9 and R10

is C^o alkyl. Representative examples of X is -N(CH3)2 or -N(C2H5)2 .

[0024] In the case that M 1
is the same as M2

, and R3 R4
, and R5 are the same, while R6

is different from R3
, accord-

ing to a preferred embodiment, the metallocene complex of the present invention can be prepared by first reacting MCI4
with R3X to obtain M(R3

)3CI, wherein M and R3 are defined as above, and X is an alkaline metal.

4
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[0025] Subsequently, the M(R3)3CI so obtained is reacted with R6Y to obtain tfMitffe, wherein R6
is defined as

above, and Y. which can be the same as or different from X. is an alkaline metal.

[0026] Finally, the R6M(R3)3 so obtained is reacted with M 1 (X
i
L

j
)2 to obtain the metallocene complex represented by

the following formula, wherein M 1
. Xit and Lj are defined as above:

w
LiXjM 1 M M* X: L:

15

SO

[0027] In the case that M 1
is the same as M2

. and all of R , R , R5, and R6 are the same, according to a preferred
embodiment, the metallocene complex of the present invention can be prepared by first reacting MCI„ with R3X to
obtain M(RJ)4 , wherein M and R3 are defined as above, and X is an alkaline metal.
[0028] Subsequently, the M(R3

)4 so obtained is reacted with M 1
(XiL,)2 to obtain the metallocene complex represented

by the following formula, wherein M 1
. X,. and Lj are defined as above:

^r3/ x
r3^

30

35

[0029] Taking as an example to facilitate better understanding, referring to formula (I), when R3 R4 and R5 are thesame and are Cp (cyclopentadienyl). R6 is methylcyclopentadienyl, i=2, j=0, X is NMe2 [N(CH3)2 ]', M is Sn and M 1
is

the same as M and is Zr, the above-mentioned process for preparing the metallocene complex of formula (I) can be
summarized by the following three reactions:

SnCI4 + 3 CpLi -> SnCpaCI + 3 UCI

SnCpaCI + Cp'K Cp'SnCp3 + KCI

Me2N v / Cp v y Cp' v y NMe2
CpaSnCp' + 2Zr(NMe2)4 / Zr\ Sn 2r

50

[0030] In the present invention, the binuclear metallocene complex can be combined with an activating cocatalyst to
form a catalyst composition, which can be used for preparing olefin polymers.
[0031] The activating cocatalyst can be methyl aluminoxane (MAO), a trialkyl aluminum, a dialkyl aluminum a salt ofan inert and non-coordinating anion, or a mixture thereof.

55 [0032] The trialkyl aluminum can be selected from the group consisting of trimethyl aluminum, triethyl aluminum
tnpropyl aluminum, trisopropyl aluminum, tributyl aluminum, and triisobutyl aluminum (TIBA).
[0033] The inert and non-coordinating anion can be a borate. Borates that are suitable for use in the present invention
include N,N-dimethyl anilinium tetrakis(pentafluorophenyl)borate, triphenyl carbenium tetrakis(pentafluorophe-

5
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nyljborate, trimethyl ammonium tetrakis(pentafluorophenyl)borate, ferrocenium tetraWs(pentafluorophenyl)borate
dimethyl ferrocenium tetrakis(pentafluorophenyl)borate, and silver tetrakis(pentafluorophenyl)borate.

In^tl
PreferaWy. the activating cocatalyst is methyl aluminoxane, or a mixture of a trialkyl aluminum and a borate

0035] By using the catalyst composition of the present invention (containing the Group IV element-bridged metal-
locene complex and the activating cocatalyst). an olefin polymer can be synthesized. At least one olefin monomer andanomer monomer can be subjected to polymerization under polymerizing conditions in the presence of a catalytically
effective amount of the metallocene complex catalyst of the present invention.
[0036] Suitable olefin monomers can be ethylene or a-olefins. The polymers to be prepared by the process of the
present invention can be homopolymers of ethylene, homopolymers of a -olefins, copolymers of a-olefins, and copoly-mers of ethylene and a-olefins. Examples of the a-olefins include those olefins having 3 to 12 carbon atoms such as
propylene, 1 -butene. 1 -pentene, 1 -hexene, 1 -octene. 1 ,3-butadiene and 1 ,5-hexadiene
[0037] More particularly, the catalyst system disclosed in the present invention can be most advantageously used to
prepare ethylene homopolymers, including high density polyethylene (HDPE) having broad, bimodal. or multimodal
molecular weight distributions for applications such as high molecular weight films and blow molding

is [0038] Also more particularly, the catalyst system disclosed in the present invention can be most advantageously
used to prepare a copolymer of ethylene and propylene (EPM). Also, a copolymer of ethylene, a C3

-
12 a-olefin and a

non-conjugated diene can be prepared. More particularly, when the C3
-
12 a-olefin used is propylene, a copolymer of

ethy ene propylene, and a non-conjugated diene can be prepared, which referred to as EPDM. The suitable non-con-
jugated diene can be 5-ethylidene-2-norbornene (ENB). 5-methylene-2-norbornene. 5-vinylidene-2-norbornene 1 4-
hexadiene (HD), or dicyclopentadiene (DCPD).
[0039] The novel catalyst system disclosed in the present invention can be used in slurry reaction conditions gasS m(*

f°
,ut,on Polymerization reaction conditions. Polymerization is typically carried out at a temperature of 0° to250 C, and from atmospheric pressure to 3,000 psi.

u
Acc°?in9 t0 one asp*"* of tne P'*^ invention, since the metallocene complex of the present invention is

bridged by a Group IV element, two catalytic sites are present in every single metallocene complex catalyst By the
proper^adjustment of the dinuclear metals or the ligands coordinating to the metals, two different catalytic sites can be
crea ed. Thus, by using such metallocene catalyst, the present invention allows the use of a single reactor and a singlec^lyst to produce a olefin polymer having a bimodal molecular weight distribution, thus lowering the required capital

[0°?n ^
According to another aspect of the present invention, the metallocene complex has two metals (i.e., dinuclear)and is bridged by a Group IV element rather than an alkylene group in Floyd et al. Since Ge is smaller than alkylene

group (-C2H4-). thus the distance between the two Cp groups is closer, resulting in that the angle of the (Cp-centroid)-
metal-(Cp-centroid) is smaller. Therefore, the angle of the (Cp-centroid)-metal-(Cp-centroid) of the present metallocene
complex is smaller than that of the mononuclear metallocene complex of Floyd et al. The angles a and B shown below
indicate the angle of the (Cp^entroid)-metal-(Cp-centroid) of the dinuclear metallocene complex of the present inven-
tion and that of the mononuclear metallocene complex of Floyd et al. and a < 0 (about 121° vs 132°)
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T5

20

25

[0042] Since a < p, the catalytic metal of the present invention has a larger opening space, which makes the comon-omers have an enhanced relative reactivity. Consequently, by using the dinudear metallocene catalyst of the present
invention, the reactivity of the diene. the conversion rate of the diene. and the diene incorporation rate can be increase
thus saving the total production cost of the EPDM.

increase.

5
!T3LT11e

.

to
".
OWin9 examP'es are tended to illustrate the process and the advantages of the present invention more

inlT, ^ , u""
9 * SCOp6, SinCe numerous modifications and variations will be apparent to those skilled in the art

[0044J All of the following reactions were carried out under nitrogen using Schlenk technique or usual vacuum systemsuch as a glove box. All of the solvents used were distilled to remove sodium under nitrogen and monitored by a mois-

,« T S!"^r
" 1
*eexam

?
les below

-
following definitions are applied: Cp = T,

5
-cyclopentadienyl. Cp' = n

5
-methylcy-

10 clopentadienyl.Cp^^-tetramethylcyclopentadienyl, Me = methyl, and lnd = indenyl.

Synthesis of Catalysts

Examples 1 ; Synthesis of SnfCp^Cp (Compound A)

IT c J,"
mL r°Und bOtt0m Schlenk "asK Cp

'
(2 °9 '

23 2 mmo') was dissolved in 30 mL of THF and cooled to
0 C. SnCI4 (2^0 g. 7.8 mmol) in 5 mL of THF was canulated to the suspension of Cp i and stirred for 5 hours at room
temperature. Solvent was evaporated and pentane (15 mL) was added to crash out the resulting salt to give a pale yel-ow solution. Pentane was evaporated and the resultant solid was re-dissolved in 30 mL of THF and cooled to 0°C CpLi
(0.56 g. 7.8 mmol) in 5 mL of THF was canulated to the solution and stirred for 4 hours at room temperature Solventwas stripped off and toluene (20 mL) was added to crash out the salt. The final solution was concentrated to give a pale
yellow solid in 70% yield.

Examples 2: Synthesis of SnfCp^CpZ^NIv^U (Compound B)

I?*?
63 fompound A <

1:0 9- 38 mmo') obtained from Example 1 was dissolved in 30 mL of toluene and Zr(NMeo)^
(1 .4 g, 7.6 mmol) in 5 mL of toluene was added to the solution at room temperature. After overnight stirring the solventwas evaporated and the resultant solid was re-crystaJlized from pentane. The final product was a yellow solid and the
yicio was 72to.

Examples 3: Synthesis of GetCp^Cp" (Compound C)

J.? !
100 mL TOUnd b°tt0m Scnler,k,|ask. Cp I (2.0g, 23.2 mmol) was dissolved in 30 mL of THF and cooled to

0 C. GeCI4 (T67 g. 7.8 mmol) in 5 mL of THF was canulated to the suspension of Cp i and stirred for 5 hours at room
temperature. Solvent was evaporated and pentane (15 mL) was added to crash out the resulting salt to give a pale yel-ow solution. Pentane was evaporated and the resulting solid was re-dissolved in 30 mL of THF and cooled to 0'C Cp"U
(lr 9-™ mmol) in 5 mL of THF was canulated to the solution and stirred for 4 hours at room temperature. Solvent was
stripped off and toluene (20 mL) was added to crash out the salt. The final solution was concentrated to give a pale yel-low solid in 75% yield.

Examples 4: Synthesis of Ge(Cp f

)3Cp
xZr2(NME2)4 (Compound D)

[0048] Compound C (1 .0 g, 2.6 mmol) obtained from Example 3 was dissolved in 30 mL of toluene and ZrfNMeo).
(1.37 g, 5.12 mmol) in 5 mL of toluene was added to the solution at room temperature. After overnight stirring the sol-vent was evaporated and the resulting solid was re-crystallized from pentane. The final product was a yellow solid and
the yield was 65%.

Examples 5: Synthesis of GeCpaCp' (Compound E)

P™? J"Jf !°° mL r0Und bOtt0m Sch,enk flasK CpLi
<
2-°9- 27 7 mmol

>
was dissolved in 30 mL of THF and cooled

to 0 C. GeCI4 (1.98 g, 9.26 mmol) in 5 mL of THF was canulated to the suspension of CpLi and stirred for 5 hours atroom temperature. Solvent was evaporated and pentane (1 5 mL) was added to crash out the resulting salt to give a pale
yellow solution. Pentane was evaporated and the resulting solid was re-dissolved in 30 mL of THF and cooled to 0°CCp i (0.79 g, 9.26 mmol) in 5 mL of THF was canulated to the solution and stirred for 4 hours at room temperature Sol-
vent was stripped off and toluene (20 mL) was added to crash out the salt. The final solution was concentrated to give
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Example 6: Synthesis of GeCCp^CpZrsCNMeaU (Compound F)

[0050] Compound E (1 .0 g, 2.95 mmol) obtained from Example 5 was dissolved in 30 mL of toluene and ZrfNMe^
(1 .58 g. 5.9 mmol) in 5 mL of toluene was added to the solution at room temperature. After overnight stirring, the solvent

5 was evaporated and the resulting solid was re-crystallized from pentane. The final product was a yellow solid and the
yield was 70%.

Example 7: Synthesis of Ge(lnd)4 (Compound G)

io [0051 ] Indene (5.8 g; 50 mmole) was dissolved in 20 mL of THF and was cannulated to a NaH (1 .8 g; 75 mmo!e)fTHF
(60 mL) suspension at 0°C. When the addition was completed, the reaction mixture was warmed up to room tempera-
ture and stirred overnight. Solvent was removed and the solid residue was washed with pentane to give a off-white

solid.

[0052] To a 100 mL Schlenk flask, indene Na+ (2g; 14.5 mmole) was suspended in THF and GeCI4 (0.78 g; 3.6
15 mmole) in 5 mL of THF was cannulated to the suspension at 0°C. When the addition was done, the mixture was allowed

to warm up to room temperature and stirred overnight. Solvent was removed and the residue was redissolved in pen-
tane and filtered to remove the salt. The filtrate was concentrated to give a yellow solid (1 .5 g; 78% yield).

Example 8: Synthesis of [Ge( Ind)4][Zr(NM 62)2)2 (Compound H)
20

[0053] To a 100 mL Schlenk flask, Zr(NMe2)4 (1g; 3.74 mmole) was dissolved in 50 mL of toluene. Ge(lnd)4 (1g; 1 .87
mmole) in 20 mL toluene was then cannulated to this solution at room temperature. The mixture was then refluxed for

6 hours. The solvent was removed under vacuum and the solid was recrystallized in pentane/toluene mixed solvent at
-30°C to give the desired product (0.8 g; 46% yield).

25

Polymer Synthesis

Examples 9-14: Synthesis of homopolymer or copolymer of ethylene

30 [0054] Polymerization of ethylene with or without co-monomer of 1 -hexene was carried out in a 450 mL Parr high pres-
sure reactor. The reactor vessel was thoroughly washed and dried at 1 10°C for 8 hours before use. Before charging the
reactants, nitrogen gas was introduced to purge oxygen from the reactor. The reactor temperature was adjusted to

about 50°C-100°C, then 200 mL of toluene, which had been distilled and degassed, was added. Thereafter, 1.5x10
-3

mole of methyl aluminoxane dissolved in 4 mL of toluene was charged into the reactor, followed by addition of 1x10'3

35 mmol of the catalyst (Compound B, D, or F) dissolved in 4 mL of toluene. The amount of the cocatalyst/catalyst was set
at about 2500 (mole-AI/mole-catalyst). After stirring at 50°C for 5 minutes, ethylene gas (or ethylene gas and hexene
gas) at 150 psi was introduced into he reactor and the reaction was continued for 30 minutes.

[0055] After the completion of the polymerization reaction, the ethylene pressure was released. Then 10 mL of iso-

propanol was charged into the reactor so as to deactivate the catalyst/cocatalyst. After filtration and drying (at 1 10°C
40 for 1 8 hours), a polyethylene product was obtained. The activity of the catalyst was expressed by g-polymer/g-cat.-hr (g

of polymer per g of catalyst per hour).

[0056] The reaction data, including the catalytic activity, Mw (molecular weight), MWD(molecular weight distribution),

were summarized in Table 1

.

45 Examples 15-16 :

[0057] EPM/EPDM polymerization reactions were carried out in a 2 L autoclave reactor. The reactor was pressurized
with 200 psi H2 for leakage detection. The pressure drop which was less than 1 psi during 30 minutes was acceptable.
After hydrogen was released and before the reactants was charged, nitrogen gas was introduced for 10 minutes to

so purge oxygen from the reactor. The reactor was evacuated for 2 hours at 105°C to ensure proper removal of moisture
and 02 .

[0058] The reactor was adjusted to about 50°C-1 00°C to be stabilized. Then. 1 L of toluene was purged into the reac-
tor with N2 and MAO (methyl aluminoxane) solution was added to it with a syringe. The mixture was stirred for 3 minutes
before a non-conjugated diene (ENB) was added to it if needed (this step can be skipped if EPM was to be made). The

55 metallocene catalyst (Compound H) solution was added to the bulk and was mixed for 1 minute before a fixed ratio of

ethylene/propylene mixed gas was pressurized into the reactor.

[0059] When the reaction ended, the mixed gas inlet valve was dosed and the gas left inside the reactor was
released. MeOH was added to the homogeneous reaction mixture to help precipitate the final product. The product was

8
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filtered and evacuated/oven dried at 50°C before being tested. The reaction data and results were summarized in Table
2.

[0060] The foregoing description of the preferred embodiments of this invention has been presented for purposes of

illustration and description. Obvious modifications or variations are possible in light of the above teaching. The embod-
5 iments were chosen and described to provide the best illustration of the principles of this invention and Hs practical

application to thereby enable those skilled in the art to utilize the invention in various embodiments and with various
modifications as are suited to the particular use contemplated. All such modifications and variations are within the
scope of the present invention as determined by the appended claims when interpreted in accordance with the breadth
to which they are fairly, legally, and equitably entitled.

9
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Table 2

Example Reaction conditions Properties of the Products Catalytic

activity (x

104 g/g-

cat-hr)

Catalyst Ethyl-

ene/Pro-

pylene

ratio

Diene

(ENB)

(mL)

T
g
(°C) Ethylene

(%wt)

Diene

(%wt)

Mw MWD

15 H 33/66 0 -58.01 68.6 0 44429 2.96 3

16 H 33/66 20 -22 82.05 7.75 121461 3.93 0.41
15

20 ,

Claims

1 . A dinuclear metallocene complex which is represented by the following formula (I):

LjXjM 1 M v M2
Xj L:

\r4/ Xr<^ (I)

wherein

30

R3
, R4 , R5 , and R6 are the same or different and each of R3 ,

R4
, R5 , and R6

is independently a cyclopentadi-
enyl group or a substituted cyclopentadienyl group,

M is a Group IV element,

M 1 and M2 are the same or different and are independently selected from the group consisting of a Group 3,
35 Group 4, and Group 5 transition metal,

X is the same or different and is an anion with -1 valence, which is selected from the group consisting of H, a
C1-20 hydrocarbon group, a halogen, C^o alkoxy, C^o oxyaryl, NH2 ,

NHR7
, NR7R8

, -(C=0)NH2 ,
-

(C=0)NHR9
, -(C=0)NR9R10

, each of R7
, R8, R9 and R10 being C,.20 altyl,

L is a neutral coordinating group which is selected from the group consisting of amines, phosphorus com-
40 pounds, ethers, and thioethers,

i is an integer of 1 to 3,

j is 0 or 1 , and
i +j <, 3

45 2. The metallocene complex as claimed in claim 1 , wherein each of R3
, R4 ,

R5 , and R6
is independently represented

by C5RmH5„m( wherein

R is selected from the group consisting of an alkyl, alkenyl, aryl, alkylaryl, or arylalkyl group having from 1 to
20 cartoon atoms, and a silyl group, and

so m is an integer of 0-5.

3. The metallocene complex as claimed in claim 2, wherein each of R3 , R4
, R5 , and R6

is independently selected from
the group consisting of a ^-cyclopentadienyl group, a ii

5-methylcyclopentadienyl group, and a ii
5
-tetramethylcy-

clopentadienyl group.

55

4. The metallocene complex as claimed in claim 1, wherein each of R3
, R4 ,

R5 , R6
is independently a saturated or

unsaturated polycydic cyclopentadienyl group.

11
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5. The metallocene complex as claimed in claim 4, wherein each of R3
, R4

,
R5

, R6
is independently selected from the

group consisting of indenyl, tetrahydroindenyl, fluorenyl, and octahydrofluorenyl.

6. The metallocene complex as claimed in claim 5, wherein each of R3
, R4 ,

R5
, and R6

is an indenyl group.

5

7. The metallocene complex as claimed in claim 1 , wherein M 1
is the same as M2

.

8. The metallocene complex as claimed in claim 7, wherein R3 , R4
, and R5 are the same, and R6 is different from R3

10 9. The metallocene complex as claimed in claim 7, wherein all of R3 , R4 R5
, and R6 are the same.

10. The metallocene complex as claimed in claim 1, wherein M is selected from the group consisting of carbon, silicon,

germanium, tin, and lead.

is 11. The metallocene complex as claimed in claim 1 , wherein each of M 1 and M2
is a Group 4 metal.

12. The metallocene complex as claimed in claim 1 1 , wherein each of M 1 and M2
is selected from the group consisting

of titanium, zirconium, and hafnium.

20 13. The metallocene complex as claimed in claim 1 , wherein

i=2, j=0, and X is selected from the group consisting of NH2 ,
NHR7

, NR7R8
, -(C=0)NH2 ,

-(C=0)NHR9
,

-

(C=0)NR9R10
, each of R7

,
R8 , R9 and R 10 being C^o alty-

25 14. The metallocene complex as claimed in claim 13, wherein X is selected from the group consisting of NH2 , NHR7
,

and NR7R8 , each of R7 and R8 being C^o alkyl.

15. The metallocene complex as claimed in claim 14, wherein X is -N(CH3)2 or -N(C2H5)2 .

30 16. A dinuclear metallocene complex catalyst composition for producing an olefin polymer, comprising:

(a) the metallocene complex catalyst represented by formula (I) as set forth in claim 1 ; and
(b) an activating cocatalyst selected from the group consisting of methyl aluminoxane (MAO), a trialky I alumi-

num, a dialkyl aluminum, a salt of an inert and non-coordinating anion, and mixtures thereof.

35

17. The catalyst composition as claimed in claim 16, wherein the trialkyl aluminum is selected from the group consist-

ing of trimethyl aluminum, triethyl aluminum, tripropyl aluminum, trisopropyl aluminum, tributyl aluminum, and tri-

isobutyl aluminum (TIBA).

40 18. The catalyst composition as claimed in claim 16, wherein the inert and non-coordinating anion is a borate.

19. The catalyst composition as claimed in claim 18, wherein the borate is selected from the group consisting of N.N-

dimethyt anilinium tetrakis(pentafluorophenyl)borate, triphenyl carbenium tetrakis(pentafluorophenyl)borate, trime-

thyl ammonium tetrakis(pentafluorophenyl)borate. ferrocenium tetrakis(pentafluorophenyl)borate, dimethyl ferro-

45 cenium tetrakis(pentafluorophenyl)borate, and silver tetrakis(pentafluoropheny I)borate.

20. The catalyst composition as claimed in claim 16, wherein the activating cocatalyst is methyl aluminoxane.

21. The catalyst composition as claimed in claim 16, wherein the activating cocatalyst is a mixture of a trialkyl alumi-

50 num and a borate.

22. A process for preparing an olefin polymer, comprising the step of polymerizing at least one olefin with another mon-

omer under polymerizing conditions in the presence of a catalytically effective amount of the dinuclear metallocene

complex catalyst composition as set forth in claim 16.

55

23. The process as claimed in claim 22, wherein ethylene is homopolymerized.

24. The process as claimed in claim 22, wherein ethylene is copolymerized with at least one a-olefin having 3 to 12

12
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carbon atoms.

25. The process as claimed in claim 24, wherein ethylene is copolymerized with hexene.

5 26. The process as claimed in claim 24, wherein ethylene is copolymerized with propylene.

27. The process as claimed in claim 22, wherein an ct-olefin having 3 to 12 carbon atoms is homopolymerized.

28. The process as claimed in claim 22, wherein two or more a-olefins having 3 to 12 carbon atoms are copolymerized.

10

29. The process as claimed in claim 22, wherein ethylene, a C3-1 2 a-olefin, and a non-conjugated diene are copolym-

erized.

30. The process as claimed in claim 29, wherein the non-conjugated diene is selected from the group consisting of 5-

15 ethylidene-2-norbornene (ENB), 5-methylene-2-norbornene, 5-vinylidene-2-norbornene, 1 ,4-hexadiene (HD), and

dicyclopentadiene (DCPD).

31. A process for preparing the metallocene complex of claim 8, comprising the steps of:

20
1

(a) reacting MCI4 with R3X to obtain M(R3
)3CI,

wherein

M and R3 are defined as above,

X is an alkaline metal;

25

(b) reacting the M(R3)3CI with R6Y to obtain R6M(R3)3 ,

wherein

R6 is defined as above.

30 Y, which is the same as or different from X, is an alkaline metal; and

(c) reacting R6M(R3
)3 with M 1

(XjLj)2 to obtain the metallocene complex of claim 8. wherein M 1
,

defined as above.

X
i(
and Lj are

35 32. A process for preparing the metallocene complex of claim 9, comprising the steps of:

(a) reacting MCI4 with R3X to obtain M(R3
)4 ,

wherein

40 M and R3 are defined as above.

X is an alkaline metal; and

(b) reacting the M(R3)4 with M 1
(X}Lj)2 to obtain the metallocene complex of claim 9, wherein M\ Xj, and Lj are

defined as above.

45

50

55
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